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‘g | - DESCRIPTION ¢ | TOUNDS | GALLONS ||
o 442 _Tale. 27,57 550

e 165 Baw Gyrsum 35,08 700
L 'Qa Titaniun Pigment, 2,51 50
S 056._ Wyogel Clay 2,51 50.

_ 300 | Paber. Dust, 2,00 40
e 187 Clay livérite MP. 15,03 300

o | 441, Clay Sno Cal 55_ 10,02 _: 200
. 154 Bone Glue | 0,50 10
B 084 Casein 1,00 20
: ( 'iQ_2 Di pmmondum Phoépi'xate 0,20 ) ‘4.

e 026 Ammonium Penta Borate 0.25 5

506 Zine Oxide 0,05 1
216 Hydrated Lims ' 0.05 1
245 Cellogize OP-4400~H _ 0.50 10
074 Burnt Unber 0,01 2 ounces
. 453 Preservative Dow 75_ 0,20 4
_324 Styrene-gggmg_ate“ 2.5 50
282 Odor Mask 0,00 - |2 cunces
'roi‘AL _ 100,00 1995,25
- 1B 1. See Process Bulletin No.' J-;’..-
L 2, Dry blend for & minimum of 20 minutes,
S 3. Package 32 lbs, minimum per bag..
; TM-1B  Viscosity, cc per IOOIgm. to give '5-5%" dia, patty 185 to 210. cf: ‘
TM=3A Bond o S : ST ' e " Equal to Std.
.TM-33_ _Density,l 1bs. per cu, ft, 20 maximum -
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Test Procedures as specified in Rullétin T=7.

" PRODUCING PLANT: . . | . CANCELS: - J-5503
+ SEATTLE * | DATE. 4e26-T4

|| Zest Me v
St | R _Viscosity (slump test' patty diameter." BT
o S Sef S5k . S0 185 to 210 ce
| - m_z 'pH (meter)‘- : | -- L 8.0 - 9..,0 |
o3 ‘-;_iaéri'a S SR B ]E’qual"tcs Sta:{dard -
™13 Reflectance @ T _Equal to Standafrd o

- 'm-ZO ¢ Cracking . IR . 7 Ne cracks or heav;y
S : . e .. checking : :

TM-22 - - Size.Graduatioh'(ﬂDO‘-'cc sample)

I 8 Retained on 16 mesh L © 250 to 350 ec”
e .b. ‘ Passing 16, re't.a:l.ned on 50 mesh - 100 to 200 ec. .

=33 Dry Loose Density (lhs. per cu, rt y _20 maximum

m_.34 " . .‘Hardness DR e e . Equal to Standard

TM-36" . Vhite Line Test . - - Ho discoloration between
ot - L . ' sealed &. unsealed areas .

EE 0 37 Fesistence to Souring e odgr after 30 days
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o i
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